
   

Test Report. No. SHAEC1100623403  Date: 18 Jan 2011 . Page 1 of 4.

NINGBO ZHONGHUA PAPER CO.,LTD .

108 DINGJIA STREET DUANTANG TOWN,HAISHU DISTRICT,NINGBO ZHEJIANG,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : IVORY BOARD .

SGS Job No. : SP11-001334 - SH .

Model No. :. IVD.

Sample May Cover : . IV1,UIV,UV1.

Date of Sample Received : . 14 Jan 2011.

Testing Period : . 14 Jan 2011 - 18 Jan 2011 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Fan Jingjie, JJ.

Approved Signatory .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. White paper.SHA11-006234.003

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

PVC (Polyvinyl chloride).

Test Method : .In-house method (SHTC-CHEM-SOP-115-T), FTIR/HATR. .

Test Item(s). Unit. MDL.

-

003.

- NegativePVC.

(1) Negative=Undetectable,Positive=Detectable .
Notes :.
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ATTACHMENTS 

 

PVC Testing Flow Chart 
 

1) Name of the person who made testing: Carol Lin 

2) Name of the person in charge of testing: Alex Jiang 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

FTIR 

 

Check wave-number of C-Cl 

bonding 

Data 
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Sample photo: .

SHAEC1100623403

SHA11-006234.003 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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